
1530 1535 1540 1545
0

0.5

1

[105]
7700770577107715

Kinetic energy (eV)

P
h

ot
oe

le
ct

ro
n

 in
te

ns
it

y 
(c

ou
n

t)

Binding energy (eV)

Co 1s Source : Ga (9251.7 eV)
1529 eV-1549 eV / 0.2 eV
pass : 200 eV
dwell : 200 ms
slit : 400 (0.5 mm)
Exp time : 6.4 min


